GRIND TALK

Chemistry composition

Loss on ignition……….……………………………………………..6,18%

SiO2………………………………………………………………….47,91%

MgO…………………………………………………………………19,48%

Al2O3……………………………………………………………….12,20%

Fe2O3……………………………………………………………..….5,59%

CaO…………………………………………………………………...6,70%

K2O………………………………………………………………..…0,70%

Na2O…………………………………………………………………1,10%

Ph value……………………………………………………….……...7,00%

Residual moisture…..……………………………………….......to 1,00%

Whiteness…………………………………………………….…69%(MgO)

We can use it for filling up different industry products, the most part in production rubber, paint, varnishes, etc…







