GRIND ZEOLIT
1. Chemistry composition

SiO2……………………………………………………………..69,30%

Al2O3……………………………………………………………12,64%

Fe2O3………………………………………………………….…1,75%

TiO2………………………………………………………………0,18%

CaO……………………………………………………………….2,80%

MgO………………………………………………………………0,39%

Na2O………………………………………………………….…..0,63%

K2O……………………………………………………………….3,15%

Loss on ignition………..……………………………………..…10,20%

2. Capacity whole cation change……………………….162 (mekv/100g)

Contents changeable ion (mekv/100g):

Changeable calium (K)……………………………………………...57

Changeable sodium (Na)…………………………………………….11

Changeable calcium (Ca)……………………………………………68

Changeable magnesium (Mg)………………………………………...5

3. Contents micro-elements (µg/g):

Cadmium (Cd)………………………………………………….…≤0,01

Lead (Pb)………………………………………………………….23,80

Antimon (Sb)………………………………………………………≤0,50

Copper (Cu)………………………………………………………...<0,1

Zink (Zn)…………………………………………………………....0,17

Arsenic (As)………………………………………………………..<0,50







